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AES Puerto Rico, LP PRR000011965
Guayama, Puerto Rico March 13, 2012

RCRA Sampling Investigation

Obijective

A RCRA Sampling Investigation was conducted at AES Puerto Rico LP on March 13, 2012.
The facility is a coal-fired electrical power plant located on Route 3 in Guayama, Puerto Rico.
During the combustion of coal, fly ash and bottom ash are generated. AES Puerto Rico is
currently exploring beneficial uses for its coal combustion products. Fly ash and bottom ash are
mixed with water in the pug mill to produce a manufactured aggregate known as Agremax. This
manufactured aggregate gains strength during the curing process, similar to concrete. AES
Puerto Rico intends to market the Agremax for applications such as road beds, soil amendments,
asphalt, and concrete. EPA is concerned that unrestricted use of the Agremax could potentially
result in the leaching of toxic constituents into the environment. The purpose of this sampling
survey was to collect a representative composite sample from the pile of manufactured aggregate
that is being stored at the Guayama facility. This sample will be analyzed using the Leaching
Environmental Assessment Framework (LEAF), which consists of four leaching methods that
are designed to characterize materials intended for beneficial reuse. The analytical results will
provide a leaching assessment of the manufactured aggregate known as Agremax. Analytical
results will also be used to support potential violations of the Resource Conservation and
Recovery Act (RCRA).
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Facility Description

AES Puerto Rico is located on Route 3 in Guayama, Puerto Rico. The facility is a coal-fired
electrical power plant. Low-sulfur Colombian coal is delivered to the facility by barge. Fly ash
and bottom ash are generated during the coal combustion process. The fly ash and bottom ash
are conveyed to the pug mill, where water is added to the mixture. After mixing, the
manufactured aggregate mix is conveyed to a pile in the staging area. After 10-14 days of
curing, the manufactured aggregate (Agremax) is ready for use.

EPA Sampling Activities

A composite sample of the manufactured aggregate was collected from the final product pile.
The composite sample consisted of twenty grab samples from randomly-selected locations
throughout the pile. At each location, four scoops of manufactured aggregate were placed into
each 5-gallon composite sample container using a polypropylene scoop. Two S-gallon plastic
containers were filled for the EPA composite sample. Two 5-gallon plastic containers were also
filled for the split sample provided for AES Puerto Rico. The manufactured aggregate in the
composite sample containers was mixed with a polypropylene scoop during the sample
collection activities. After the composite sample was collected, the lids to the containers were
sealed. The EPA sample containers were placed in coolers and shipped overnight to the U.S.
EPA RTP Laboratory in Durham, North Carolina, for the LEAF analysis.

Analytical Results

The laboratory data generated by the U.S. EPA RTP Laboratory will be submitted under separate
cover to the RCRA Compliance Branch.

Findings

The analytical results will be used by the RCRA Compliance Branch to assess the leaching
potential of the manufactured aggregate known as Agremax. In addition, the analytical results
will be used to determine compliance with regulations pertaining to RCRA.
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PHOTO LOG

View of the manufactured aggregate pile where the composite sample was
collected.
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